
Fig. S1 The Energy dispersive spectrum (EDS) analysis result of the electrospun 
NaNbO3 nanofibers. The inset picture shows the measured area of the sample. The 
result confirms that the nanofiber is consisted of pure Na, Nb and O elements. 
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