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Powder neutron diffraction profile for the nominal composition Lix(Mn0.975Co0.025)O2.  Dots represent the observed data, solid line represents the best fit, and the lower curve corresponds to the difference between the observed and calculated profiles.  Vertical lines indicate the positions of reflections.  Peak marked with * arises from the V container.
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