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Figure 2 – V2p3/2 region in the XPS spectra of phenol/formaldehyde resin after gas 
phase deposition of VOCl3 (a) before and (b) after argon bombardment. 
The ratio 4+:5+ increases from 35:65 to 47:53 after sputtering.


