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Voc = 0.51 V   Voc = 0.64 V 
Jsc = 2.02 mA/cm2   Jsc = 3.14 mA/cm2 
FF = 0.30    FF = 0.30 
PCE = 0.31 %    PCE = 0.61 %  

 
 

Figure S1. J-V curves of oligomers 
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