
Fig. S1 Calibration curve based on the intensity of the hydrogen emission line (H 656.28 nm 
line) measured under reduced helium (3000 Pa). (An enlarged calibration curve is shown in 
the bottom right) Pellets of powder mixtures of Mg and MgH2 were used as samples37.
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