
Supporting Information 

Figure S1. XPS spectra at the Eu 3d5 position of CMKP:0.005Eu2+,yCe3+ (y=0, 0.02, 0.04).

Figure S2. CIE chromaticity diagram corresponding to CMKP:Eu2+,Ln3+.
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