
1

1 Supplementary Information

2 Few-layer MoS2 nanosheets vertically supported on Ti3C2-MXene 

3 sheets promoting lithium storage performance

4 Hankun Tan, Lei Zhang, Kaiyue Gao, Li Sun*, Yihe Zhang*, Feng Xie

5 Engineering Research Center of Ministry of Education for Geological Carbon Storage and Low Carbon 

6 Utilization of Resources, Beijing Key Laboratory of Materials Utilization of Nonmetallic Minerals and 

7 Solid Wastes, National Laboratory of Mineral Materials, School of Materials Science and Technology, 

8 China University of Geosciences, Beijing 100083, China

9 E-mail address: sunli@cugb.edu.cn, zyh@cugb.edu.cn

10

11 Fig. S1 Zeta potential of MXene and CTAB treated MXene.

Electronic Supplementary Material (ESI) for Dalton Transactions.
This journal is © The Royal Society of Chemistry 2023



2

12

13 Fig. S2 Initial five-cycle CV curves of MoS2 at the scan rate of 0.1 mV s-1.
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15 Fig. S3 Initial five-cycle discharge/charge curves of MoS2 at 200 mA g-1.


