
400 450 500 550 600 650 700 750 800
Wavelength (nm)

0

10

20

30

40

50

60

70

80

90
Tr

an
sm

itt
an

ce
 (%

)

PDMS
0.25%
0.75%
1%
1.5%

Electronic Supplementary Material (ESI) for Lab on a Chip.
This journal is © The Royal Society of Chemistry 2023


