Electronic Supplementary Material (ESI) for Soft Matter.
This journal is © The Royal Society of Chemistry 2024

0.6 v v v v ' Y
‘.
Htt Q138 04} TDP43 J
E, = 4671.12 Pa E, = 2914.94 Pa
L a=0.23 . a=0.19
z ‘ z
= =
@ 002 i
So2} ]l o
) )
'S 'S
00} {1 oo} ]
N N . . . .
-250 0. 50 250 0. 250
Deformation (nm) Deformation (nm)
0.6 r . ' Y 0.8 — v : T Y
aSyn A30P . aSyn A53T
» E, = 1634.36 Pa 06f E, = 1642.65 Pa T
> ' «=0.28 z «=0.26
= Soaf 4
Q @
o2t { e
o )
L= wo.2f E
00} 1 ool |
-500 250 0 250 -750 -500 -250_ 0 250
Deformation (nm) Deformation (nm)
0.6 T T T T T T T T T T
. AB 42 FUS
06} .
E,=1773.55 Pa E,=1189.68 Pa
=T 0=0.25 1 - iy a=0.28
. Zo4}
£ o
o @
o2} ] e
S Soz}
0.0} h 0.0}
) ) A A R . . . : A
-500 250 1000 750  -500  -250 0 250

-250 0
Deformation (nm) Deformation (nm)



