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Supplementary figure 1 XRD analysis of SrMBG powder.

Supplementary figure 2 Standard curve of MET solution.

Supplementary figure 3 The percentage of ROS positive macrophages
in fluorescence image.(**represent p<0.01 when compared with 0 MET/SrMBG.)
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