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Fig. S1  SAXS patterns of (A) parent SBA-15, (B) AlSBA-15 (TMA 1 mmol), (C) AlSBA-15 (TMA 2 mmol), (D) AlSBA-15 (TMA 3 mmol), (E) AlSBA-15 (TMA 4 mmol) and (F) AlSBA-15 (TMA 5 mmol).
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Fig. S2  N2 adsorption-desorption isotherms at 77 K of (A) parent SBA-15, (B) AlSBA-15 (TMA 1 mmol), (C) AlSBA-15 (TMA 2 mmol), (D) AlSBA-15 (TMA 3 mmol), (E) AlSBA-15 (TMA 4 mmol) and (F) AlSBA-15 (TMA 5 mmol).  

