Supplementary Material (ESI) for Journal of Materials Chemistry
This journal is © The Royal Society of Chemistry 2002

Supplementary Material for B206477D

[image: image1.wmf]1100

1150

1200

1250

1300

1350

1400

1450

m/z

0.0

0.2

0.4

0.6

0.8

1.0

8

x10

Intens.

1205

1220

1235

1250

1264

1284

1296

1365


Figure 1:
Partial MALDI-TOF mass spectrum of polymer 5 showing peak associated with trimer of [4,4-dioctylcyclopentathiophene]. Peaks can be assigned to trimers with 2H end groups (1205), 1H and 1Me end group (1220), 2Me end groups (1235), 1Cl and 1Me end group (1250), unknown (1264), 1Br and 1H end group (1284), 1Br and 1Me end group (1296) and 2Br end groups (1365).

