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1H-NMR spectrum of Zn-2 in CDCl3 
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13C-NMR spectrum of Zn-2 in CDCl3.
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MALDI-TOF mass spectrum of Zn-2. 
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ESI-HRMS spectrum of Zn-1 
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Absorption spectrum of a P3HT film 
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